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Customer :MILLENNIA STAINLESS INC. Grade : 304L Certificate No.: YC1100062
Surface Finish: 2B/P] Date : 2021/01/08
Invoice No.: YK210019 CC210113 Product © ASTM A240/A480 304/304L PRIME CRSS SHEETS, 2B W/PAPER,SLIT EDGE
S/C No : Y1090334
Specification: ASTM A240/A240M
HEAT 10 |Hardness Test|Tensile Test Chemical Composition (%)
NO. TYPE (PCS) IL 8. Min. 170 | 485 | 40 8.0 [17.5
. Max.| 92 U.ouﬂa.d 2.001(0.0450.030} 12.0 |19.5] 0.10
A26-A27 |18G/1.208mx48"x]120" 102 A0BRG-B A200445409 | 87.1 316 | 667 |53.1 | 0.o8fo.47 | 1.60 |0.029 | 0.002 8 183 0.06
TOTAL 102 - 1 L .
Test Method:
NOTES 1.1 Heat analysis: C,S,N by AISI E1019-94, others by AISI E327-94/E1086-94
1.2 Tensile Test: AISI E8M-97
1.3 Hardness Test: Thick.>1.2 ma by AIST E18-94, others by AISI E92-92

WE HEREBY CERTIFY THA

MECHANICAL PORPERTIES AND ACTUAL CHEMICAL COMPOSITION.
Country of melt and pour:Indonesia _
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